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1. Introduction
The prospect of products’ manufacturing based on Slavsonite 
(strontium aluminosilicate – SrAl2Si2O8) is in the ability to 
combine a complex of dielectric and physical-mechanical 
characteristics of this material, such as radiotransparency, high 
strength, temperature resistance, and to have a low cost of raw 
materials. Slavsonite, besides the low dielectric permittivity 
value ε ~ 6.2…6.8, has the lowest dielectric loss tanδ ~ 0.0001 ... 
0.0002 from among the crystalline phases, suitable for creating 
radioceramics [1].
Such materials are most often used when creating protection 
elements for aircraft antenna transmitters under high 
temperature and mechanical loads. For radiotransparent 
ceramic materials, low dielectric losses (tanδ < 0.001) and high 
stability of properties with temperature changes are typical. For 
example, the dielectric permittivity of sitalls does not change 
by more than ± 1%, and the tangent of dielectric loss increases 
by no more than ± 20% when the temperature changes from – 
60 ° to +1,200 °C [2].
The relevance of the study is creation of high-strength 
products of simple shape from the developed masses of 
radio transparent material based on the crystalline phase of 
Slavsonite.
2. Analysis of literature data and problem 
statement
The problem of creating densely sintered materials, firstly, 
lies in the difficulty of consolidating the dispersed powder after 
its synthesis. Scientists from many countries are involved in 
solving this problem, using various methods.
Researchers in the study [3] considered titanium oxide, 
zircon and glass as additives for sintering glass ceramics of 
cordierite composition. It is established that the minimum 
values of porosity (2-5%) are samples with the addition of 
glass, and its sufficient amount is 5 weight % (wt.%).
The author [4] obtained stoichiometric Slavsonite glass 
ceramics using cold isostatic pressing and sintering. In this 
case, the specific gravity of the material reached 94% and 97% 
of the theoretical.
The effect of various heat treatment modes on the sintering 
density of slavsonite glass ceramics is described in the study 
[5]. This work is relevant because the density of the material 
obtained becomes a critical factor in its application. For this 
study, the strontium aluminosilicate composition was used, 
which forms monoclinic Slavsonite as the primary crystalline 
phase already at a temperature of 1,200 °C.
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In the study [6] the synthesis of Slavsonite by the sol-gel 
method and the preparation of high-density glass ceramics was 
carried out. The peaks of this crystalline phase begin to appear 
clearly on the radiograph of the synthesized material already at 
a temperature of 1,100 °C and at 1,250 °C the Slavsonite of the 
monoclinic syngony makes up 100% of the entire crystalline 
phase.
At the previous stages of research, the influence of the 
method of magnetic-pulse pressing (MPP) was studied [7]. 
The apparent density determined the effect of this method on 
the degree of sintering of the samples and the completion of 
the Slavsonite formation, and the amount of SrAl2Si2O8 in the 
phase of the samples’ composition annealed at a temperature 
of 1,250°, 1,350° and 1,450 °С, depending on the intensity of 
the impact action (number of cycles). According to research 
results, compared with the properties of the samples created 
by the method of static semi-dry pressing, it was found that 
the use of MPP significantly improves the characteristics 
of sintering the samples: the effect of 6 cycles of percussion 
and firing at a temperature of 1,250 °C is equivalent to a 
temperature rise on 120  °C. This method of formation on 
the processes of formation of the slavsonite phase at a given 
burning temperature is almost negligible: the increase of the 
Slavsonite amount using MPP does not exceed 2%.
It is important to note that the synthesis of Slavsonite 
takes place in the presence of a liquid phase in the above 
works. Liquid phase sintering is the most common process 
in ceramics technology, especially with the participation of 
aluminosilicates. The melt formed during ceramic firing plays 
the main role; it dissolves the raw materials and is the source 
of the new crystalline phase. Therefore, it is possible to control 
the synthesis process by changing the characteristics of the 
melt (viscosity, surface tension, activity).
In the study [8] the effect of additives of B2O3 and P2O5, which 
are glass-forming oxides was studied, but in this case they also 
played the role of mineralizers, reducing the temperature of 
crystallization to the beginning of Slavsonite 1,020 °C.
In the study [4] the preparation of high-strength ceramic 
materials with low values of dielectric properties is described. 
Moreover, it is said that the additives B2O3, LiF, Cr2O3, and 
ZrSiO3 contribute to the transition of Slavsonite from the 
hexagonal form to the stable monoclinic form. This is due to 
the cracking of the ceramic body, possible at the stage of cooling 
during the polymorphic transformation of the hexagonal form, 
which takes place with an increase in volume on 3%.
Analyzing the methods of obtaining materials on the basis of 
Slavsonite are considered, it has been found that in most cases 
they are obtained by glass-ceramic technology, which requires 
additional energy costs for the transition of the hexagonal 
form of Slavsonite to the monoclinic form. In previous studies 
in studies [1, 9] the compositions of Slavsonite ceramics 
were developed, corresponding to the specified indicators 
of properties. Thus, in further studies it is advisable to carry 
out the selection of the optimal method of slavsonite powder 
consolidating to create products of simple form.
3. The purpose and objectives of the study
The aim of the study was the development of technological 
parameters for obtaining simple-shaped products from the 
developed masses of densely sintered, radio-transparent 
material with high mechanical properties with two-stage 
ceramic technology based on the crystalline phase of Slavsonite.
To achieve the goal, the following tasks were set:
■ to choose the optimal binder and its amount from 
among the solutions of dextrin and methylcellulose;
■ to investigate the influence of the grinding mode of 
the synthesized material, the pressing pressure and the 
firing temperature on the studied properties;
■ to develop a technological scheme for the manufacture 
of simple-shaped products from the developed 
ceramic radio transparent materials on the basis of the 
conducted complex of studies.
4. Materials and research methods
Selection of the binder material was carried out by a separate 
experiment, while other parameters were made in a fully 
factorial experiment. The pre-synthesized ceramic material 
based on the crystalline phase of Slavsonite was ground in a 
planetary mill at 400 revolutions per minute with a grinding 
time of 15 minutes. For the study, dextrin and methylcellulose 
were selected as a binder in an amount from 1 to 3 wt. % with 
pace of 0.5% for dextrin and in an amount from 2 to 4 wt. % 
with pace of 0.5% for methylcellulose. The amount of binder 
was injected with more than 100 wt. % of the mixture pre-
dissolved and aged for 24 hours in water in an amount equal to 
8% of the humidity of the press powder. Samples were formed 
in the form of cylinders with a diameter and height of 25 mm, 
at a pressing pressure of 30 MPa with the previous pseudo-
granulation at a pressure of 50 MPa. Samples were kept for 
24 hours at room temperature, after which part of the series 
was dried to a moisture content of not more than 0.5% and 
burned at a temperature of 1,300 °C, and another part of the 
series was used to determine the strength of the raw material. 
Determination of strength was performed by the method of 
compression and the effect of the binder and its amount on the 
degree of water absorption was determined on the scorched 
samples. The results of both studies are shown in Table 1.
Properties
Binder additive and its content, wt.%
Dextrin Methylcellulose
1 1.5 2 2.5 3 2 2.5 3 3.5 4
Comp ressive 
strength of raw 
material, MPa
         
Water  
absorption,%
         
 Table 1 Results of the study of the effect of the binder
 1. táblázat A kötőanyag hatása az eredményekre
The data obtained indicate that the optimal binder is 
methylcellulose in an amount of 3 wt.%, since an increase in its 
amount with an increase in strength will lead to an increase in 
the value of water absorption by more than 0.5%.
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Experiment Planning
For carrying out an experiment of establishing the best 
technological parameters, a full-factor experiment of type 
23 was used, in which factors were grinding time, pressing 
pressure and heat treatment temperature.
To clarify the experiment, it was decided that a point with 
the following zero values of the factors should be chosen as 
the center of the plan: grinding time is 15 minutes; pressing 
pressure is 30 MPa; firing temperature is 1,325 °С. The interval 
of the grinding time varying is 5 minutes, the pressing pressure 
is 10 MPa, and the firing temperature is 25 °C. Figure 1 
illustrates the arrangement of experiments of type 23 in three-
dimensional space.
 Fig. 1 The arrangement of experiments of type 23 in three-dimensional space
 1. ábra 23 háromfaktoros teljes faktorális kísérleti tervelrendezés három dimenziós 
térben ábrázolva
In accordance with the developed natural plan of the 
experiment (Table 2), samples by the classical technology were 
obtained. The grinding of the synthesized mass was carried out 
in a planetary mill to a residue on sieve №0063 not more than 
1.5%, it was thoroughly mixed with a binder solution, and the 
humidity of the press powder was 8%.
Composition 
cipher
Cipher
sample
in the series
Factors in natural form
Grinding  
time 
x, min
Pressing 
 pressure
  y, MPa
Firing  
temperature 
z, °C
Composition 
«0»
   
   
   
   
   
   
   
   
   
Composition 
«2»
   
   
   
   
   
   
   
   
   
 Table 2 Plan of the experiment in its natural form
 2. táblázat A kísérleti terv eredeti formájában
The formation of semi-finished products took place in two 
stages, the first was granulation, formation of briquettes at a 
pressure of 50 MPa, followed by “wiping” through a sieve № 
05; the second stage included pressing of the specified samples 
at a pressure of 20, 30 and 40 MPa. The next steps were drying 
in a drying oven and firing at a temperature of 1,300°, 1,325° 
and 1350° C with an exposure of one hour at the maximum 
temperature. The plan-matrix with natural values of factors 
according to the selected interval of variation is shown in Table 2.
5. The research results of indicators of obtained 
ceramic samples  
During the experiment, the main technological properties of 
radiotransparent ceramics, such as water absorption, dielectric 
permittivity and flexural strength were determined (Table 
3).The obtained results were processed with the Excel software 
application. For each experiment series, adequate third order 
equations that characterize the dependencies were obtained:
“grinding time – pressing pressure – firing temperature – 
water absorption”,
“grinding time – pressing pressure – firing temperature – 
dielectric permittivity”,
“grinding time – pressing pressure – firing temperature – 
flexural strength”.
Dependencies with coded factors for different series are:
for a series of composition “0”:
W, % = 0.579 - 0.155·x - 0.263·y - 0.119·z + 0.063·y·z - 
0.019·x·y·z              (1)
ε = 6.565 + 0.081·x + 0.059·y + 0.158·z + 0.032·x·y + 0.023·y·z 
               (2)
σfl, MPа = 48.69 + 6.233·x + 3.612·y + 9.841·z + 2.019·x·y + 
0.983·x·z + 0.809·y·z + 0.12·x·y·z            (3)
for a series of composition “2”:
W, % = 0.079 - 0.022·x - 0.066·y - 0.007·z + 0.01·x·y + 0.01·x·z 
               (4)
ε = 6.327 + 0.053·x + 0.045·y + 0.027·z + 0.029·x·z + 0.021·y·z + 
0.029·x·y·z              (5)
σfl, МPа = 50.875 + 5.371·x + 1.524·y + 0.798·z + 1.977·x·y + 
0.703·x·z - 0.348·y·z + 1.499·x·y·z            (6)
For equations 1 – 6: 
The analysis of the obtained regression equations for the 
two compositions allows us to estimate the influence of the 
technological parameters of obtaining the sintered material 
with high strength characteristics. Thus, the influence of 
factors on water absorption for both compositions is similar: 
an increase in the grinding time increases the water absorption 
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values, and the pressing pressure and the firing temperature 
decrease the water absorption values. Negative coefficients 
with factors for indicators of the dielectric permittivity of 
both compositions are observed. This indicates that with 
increasing the values of the studied parameters, the dielectric 
permittivity will also increase, which is most likely, caused 
from the glass phase increasing. Moreover, it should be noted 
the different importance of the parameters when affecting 
the dielectric constant: for the composition “0” the more 
important parameter is the sintering temperature, whereas 
for the composition “2” the more important parameter is 
the grinding time. For clarity, the diagram (Fig. 2) shows the 
significance of the influence of parameters on the studied 
properties. The effect of factors on the bending strength indices 
for both compositions is completely different. Only the effect 
of grinding time increasing is common, which is expressed as 
a strength decreasing. The increasing of pressing pressure and 
the firing temperature have a positive effect on the strength for 
the composition “0”, whereas increasing of these factors reduce 
the strength characteristics for the composition “2”.
From the diagram in Figure 2, it can be seen that the 
significance of factors is more different for individual properties 
as compared with significance for research compositions. 
Water absorption for both compositions is most influenced 
by pressing pressure. Whereas, the dielectric permittivity and 
strength characteristics of the composition “2”  are influenced 
more by the grinding time, at the same time the dielectric 
permittivity and strength characteristics of the composition 
“0” are influenced more by the firing temperature. This fact 
can be explained by a large amount of glass phase in the 
synthesized material, which contributes to a more dispersed 
powder during the same grinding time.
Composition 
cipher
Cipher
sample
in the 
series
Sample Properties
Water  
absorption
W, %
Dielectric  
permittivity, 
ε
Bending 
Power Limit, 
σ МПа
Composition 
«0»
   
   
   
   
   
   
   
   
   
Composition 
«2»
   
   
   
   
   
   
   
   
   
 Table 3 Properties of the experimental compositions
 3. táblázat A kísérleti összetételek tulajdonságai
 Fig. 2 Comparative chart of the coefficients for individual factors in the 
“technological parameters – properties” equation
 2. ábra Összehasonlító diagram a technológiai paraméterek – tulajdonságok 
egyenletében található egyes tényezők együtthatóiról 
 Fig. 3 Dependence of water absorption, dielectric constant and power limits for 
bending samples of the composition “0”, scorched at temperatures 1,300 and 
1,350 °C from technological parameters
 3. ábra 1300 és 1350 °C-on égetett “0”-s összetételű hajlító minták függősége a 
vízfelvételtől, dielektromos állandótól és teljesítménylimitektől
 Fig. 4 Dependence of water absorption, dielectric permittivity and tensile strength 
in bending of samples of the composition “2” scorched at temperatures 1,300° 
and 1,350 °С from technological parameters
 4. ábra 1300 és 1350 °C-on égetett “2”-s összetételű hajlító minták függősége a 
vízfelvételtől, dielektromos állandótól és teljesítménylimitektől
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The use of the obtained models allows predicting the 
indicators of water absorption, dielectric permittivity and 
strength of materials with sufficient accuracy that will be 
manufactured using the selected compositions and according 
to the specified technological parameters.
For graphical interpretation of the obtained data, the 
diagrams with lines of equal values for water absorption, 
dielectric permittivity and bending strength were constructed 
for extreme values of the firing temperature factor.  Excel 
software was used for this purpose (Fig. 3 and 4).
The results of the experiment showed that within the selected 
interval of variation of technological parameters, an increasing 
of the duration of synthesis products grinding, pressure of 
semi-dry pressing and firing temperature of products the water 
absorption is decreasing, the flexural strength is increasing, 
when storing dielectric permittivity values within 6.25 ... 6.9. 
This effect is caused by the amount of melt that compacts the 
material increasing. The influence of individual parameters on 
the properties of samples of ceramics of the composition “2” 
is more pronounced: strength indicators are more influenced 
by grinding time, and water absorption is more influenced 
by pressing pressure; it is especially clearly observed with the 
firing temperature increasing to 1,350 °C.
Based on the conducted research, a technological scheme for 
the simple-shaped products manufacturing from developed 
ceramic radiotransparent materials has been developed (Fig. 5).
 Fig. 5 The developed technological scheme for the radiotransparent ceramics 
creation
 5. ábra A sugárzás áteresztő kerámiák készítésére kidolgozott technológiai eljárást 
bemutató folyamat ábra
6. The discussion of the results
According to the results of comprehensive studies, the 
following technological parameters of production are 
recommended: slavsonite firing  at the stage of synthesis at a 
temperature of 1,250 °C with an hour-long exposure; fusion 
products grinding for 20 minutes in a planetary mill to get 
particle sizes of not more than 0.15 mm; moisturizing with 
4% solution of methylcellulose to become 8% the powder 
moisture; forming of semi-finished by semi-dry pressing at a 
pressure of 40 MPa; products’ firing at a temperature of 1,350 
°C with an hour-long exposure.
The properties of the developed compositions of 
radiotransparent ceramics that meet the requirements for 
radiotransparent materials and the characteristics of GOST 
20419-83 [10] for a similar material from celsian are shown in 
Table 4. For the mass on the basis of the composition “0” with 
the addition of 1 wt. % Li2O  : SnO2 the marking HRC-0 was 
made, and for the mass based on the composition “2” with the 
addition of 1 wt. % Li2O the markings HRC-2 was made (HRC 
– high-temperature radiotransparent ceramics).
Properties HRC-0 HRC-2
GOST 
20419-83 
(subgroup 
420 
celsian)
Require-
ments for 
RTC
Apparent density,  
kg / m3
  1RWOHVVWKDQ
1RWOHVVWKDQ

Water absorption, %    /HVVWKDQ
Dielectric permittivity 
at 1 kHz
  Ù /HVVWKDQ
Tangent of dielectric 
loss angle at 1 kHz
  /HVVWKDQ Ù
Specific volume  
resistance, Ohm · cm
ê ê  Ù
Bending power, MPa    
Operating  
temperature, °C
  Ù 
 Table 4 Properties of the optimal compositions of radiotransparent ceramics
 4. táblázat Az optimális sugárzás áteresztő kerámia összetétel tulajdonságai
7. Conclusions
Compositions of raw materials and technological principles 
of the ceramic radiotransparent materials manufacturing 
from them have been developed. According to the results of 
comprehensive studies, the following technological parameters 
of production are recommended: Slavsonite firing at the stage 
of it synthesis  at a temperature of 1,250 °C with an hour-
long exposure; fusion products grinding in a planetary mill 
for 20 minutes to get particle sizes of not more than 0.15 
mm; moisturizing with 4% solution of methylcellulose to 
become 8%  the powder moisture; forming of semi-finished 
by semi-dry pressing at a pressure of 40 MPa; products’ firing 
at a temperature of 1,350 °C with  delay with an hour-long 
exposure.
The developed materials are characterized by the following 
properties:
■ the HRC-2 composition: dielectric permittivity is ε 
= 3.67 ... 4.12 and the dielectric loss tangent is tanδ = 
0.0073 ... 0.0091 (at 26 – 37.5 GHz) water absorption 
is 0.13%; apparent density is 2,880 kg/m3; flexural 
strength is 62.4 MPa; volume resistance is 1.1 · 1013 
Ohm · cm); maximum temperature of operation is 
1,200 °С;
■ the HRC-0 composition: dielectric permittivity is ε = 
4.93 ... 5.26; the dielectric loss tangent is tanδ = 0.0097 
... 0.0122 (at 26 – 37.5 GHz) water absorption is 0.08%; 
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apparent density is 2,960 kg/m3; flexural strength is 
72.3 MPa; volume resistance is 5.9 · 1014 Ohm · cm; 
maximum operating temperature is 1,500 °C.
The resulting materials comply with the requirements of 
GOST 20419-83 for products made of Celsian ceramics (class 
420) and meet the requirements for radiotransparent materials.
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